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SECTION 721 ASPHALT MULCH

REFERENCE SAMPLED MIN. SMALL TYPICAL
MATERIAL PURP. BY HANDLING REMARKS
- FREQ. QUANTITY TIME
‘ . TESTED BY METHOD CONTAINER | DISTR.
ASPHALTIC Emulsified 721.02 Prelim. Refinery SEE SECTION 504 OF THIS MANUAL.
MATERIAL Asphalt 1002.01 Source S 201
Mat. Lab Approval
721.02 Accept. | @ ----- 1/shipment | - CD* No CD 4 days (QPL 41)
1002.01 1&7 required if *Sample when not
Proj. Engr. less than accompanied by CD or
500 gal questionable.
WATER 721.02 Accept. Proj. Engr. 1/source* 1gal | | e 11 days *Drinkable water need not
1018.01 S 303 Plastic bottle be sampled.
Mat. Lab




